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SAMPLE DESCRIPTION : ONE(1) PIECE OF SUBMITTED CUTTING SAID TO BE MAT.

[ TEM : DWINGULER KID'S PLAY MATGALREERJLETL)

TEST CONDUCTED : AS REQUESTED BY THE APPLICANT, FOR DETAILS PLEASE SEE ATTACHED PAGES.
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QUALITY MANAGER PRESIDENT

¥ Report Verification No.: |4W5-0L6Q-37CE
(You can see the authenticity of your test report through the above "Report Verification No." at FITI homepage.)

€-DOCUMENT SERVICE
The test results contained in this report are limited to results on the sample(s) that is provided by client and are not necessarily indicative or representative of the qualities
of the lot from which the sample(s) was taken or of all products. Results contained in this report are not based on the quality certification of sample by the FITI quality
certification program unless specifically requested by the client. Further use of the results of this report is prohibited unless allowed under a separate agreement set forth
in an official docurnent that is established between the client identified on this letter and the FITI.
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TEST CONDUCTED TEST RESULT

(01) CONTENT ANALYSIS ( CLIENT'S REQUEST METHOD )

TEST RESULT
20 C 30 C 40 C 5 T

I TEM UNIT

AMMON | A” ppm <25 <25 <25 <25

NOTE) * |INTERFERENCES
SUBSTANCE INTERFERENCES

3H AMINES, HYDRAZINE
3La AMINES, CARBON DIOXIDE, HYDRAZINE

AMMON | A

(JAPAN GASTEC Co.)
1. TEST METHOD
THE SAMPLE WAS CUTTING AND FILLED WITH NITROGEN GAS IN 5 L TEDLAR BAG USING THE PUMP TO
NITRIGEN 3 L. EMISSION UNDER SUGGESTED TEMPERATURE CONDITION DURING 1 HOUR AND MEASURE
BY DETECTING TUBE.
2. TEST CONDITION

SAMPLE SIZE 10 cm x 10 cm x 1.6 cm(WIDTH x LENGTH X THICKNESS)
TEDLAR BAG SEZE : 5 L
GAS AMOUNT © 3 L/Ny

MEASURING TIME  : AFTER 1 HOUR

TEST TEMPERATURE : (20 = 2) C, (30 = 2) C, (40 £ 2) C, (50 £ 2) C

DETECTION LIMIT
SUBSTANCE GASTEC TUBE NO. MEASURING RANGE DETECTION LIMIT
AMMON A 3H, 3La (2.5 ~ 320 000) ppm 2.5

- THE SAMPLE WAS LEFT OUT -
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The test results contained in this report are limited to results on the sample(s) that is provided by client and are not necessarily indicative or representative of the qualities
of the lot from which the sample(s) was taken or of all products. Results contained in this report are not based on the quality certification of sample by the FITI quality
certification program unless specifically requested by the client. Further use of the results of this report is prohibited unless allowed under a separate agreement set forth
in an official document that is established between the client identified on this letter and the FITI.



