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Member of the SGS Group (Société Générale de Surveillance) 

 
TO:  I&S 

 136-1, Hojuk-Ri, 
Oksanmyeon,  
Cheongwongun, 

 Chungbuk,  
Korea 

 
The following sample(s) was/were submitted and identified by/on behalf of the client as:- 
                                                                                                     
 

SGS Job No.. : AYHA13-00780 

Sample Description : Dwinguler Kids’ Playmat  (环 康乐儿童垫) 

Style / Item No. : - 

Material : - 

Color : - 

Order No. : - 

Buyer : - 

Supplier   : - 

Country of Origin : - 

Country of Destination : - 

Sample Receiving Date : FEB. 08, 2013 

Testing Period : FEB. 12, 2013 to FEB. 15, 2013 

Test Performed : SGS Korea tested the sample(s) selected by applicant with following result through 
subcontracted working as previously agreed. 

Test Result(s) : For further details, please refer to following page (s) 
 

Result Summary : - 

 

SGS Korea Co., Ltd. 

 

 

 

 

Jeff Jang/ Technical Manager 
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Member of the SGS Group (Société Générale de Surveillance) 

 
Results : 
 
Heavy Metals 
Test Method: With reference to US EPA 3060A(1996), US EPA 7196A(1992), UV. 
 

Test Item Test Method Unit MDL 
Results 

1 2 

Lead (Pb) 

With reference to IEC 62321: 2008, ICP 

mg/kg 5 N.D. N.D. 

Cadmium (Cd) mg/kg 0.5 N.D. N.D. 

Mercury (Hg) mg/kg 2 N.D. N.D. 

Hexavalent Chromium (Cr(VI)) With reference to IEC 62321: 2008, UV-VIS mg/kg 1 N.D. N.D. 

 
Sample description : 

1. White Foam 2. Yellow PVC 

 
Note: (1) N. D. = not detected (< MDL) 

 (2) MDL = Method Detection Limit 
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Member of the SGS Group (Société Générale de Surveillance) 

 
Results : 
 
Flame Retardants-PBBs/PBDEs 
Test Method: With reference to US EPA 3540C, Analysis was conducted by GC/MS. 
 

 
Sample description : 

1. White Foam 2. Yellow PVC 

 
Note: (1) N. D. = not detected (< MDL) 

 (2) MDL = Method Detection Limit 

 
 

Test Item(s) Unit MDL 
 

Result(s) 

1 2 

 Monobromobiphenyl mg/kg 5 N. D. N. D. 

 Dibromobiphenyl mg/kg 5 N. D. N. D. 

Tribromobiphenyl mg/kg 5 N. D. N. D. 

Tetrabromobiphenyl mg/kg 5 N. D. N. D. 

Heptabromobiphenyl mg/kg 5 N. D. N. D. 

Hexabromobiphenyl mg/kg 5 N. D. N. D. 

Pentabromobiphenyl mg/kg 5 N. D. N. D. 

Octabromobiphenyl mg/kg 5 N. D. N. D. 

Nonabromobiphenyl mg/kg 5 N. D. N. D. 

Decabromobiphenyl mg/kg 5 N. D. N. D. 

 Monobromodiphenyl ether mg/kg 5 N. D. N. D. 

Dibromodiphenyl ether mg/kg 5 N. D. N. D. 

Tribromodiphenyl ether mg/kg 5 N. D. N. D. 

Tetrabromodiphenyl ether mg/kg 5 N. D. N. D. 

Heptabromodiphenyl ether mg/kg 5 N. D. N. D. 

Hexabromodiphenyl ether mg/kg 5 N. D. N. D. 

Pentabromodiphenyl ether mg/kg 5 N. D. N. D. 

Octabromodiphenyl ether mg/kg 5 N. D. N. D. 

Nonabromodiphenyl ether mg/kg 5 N. D. N. D. 

Decabromodiphenyl ether mg/kg 5 N. D. N. D. 
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Member of the SGS Group (Société Générale de Surveillance) 

 

Picture of Sample as Received : 
 

 
 
 

 
 

*** End of Report *** 
 


